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j I GYPSUM PRODUCTS 5/8" (TYPE X) Dl,H: 7/l/70 
NOISTURE GUARD PAGE: l of 3 

CANCELS: i 

A.S.T.M. C-630 DATE: -~ 
PRODUCING PLANT: 

(lbsMsF) 

Long Beaoh, Antioch, Seattle, Rosario, Delanco, Jacksonville II 

II 

i I 

CORE FORMULA: 

Board Stucco 

Paper Fiber 

Glass Fiber 

Vermiculite Ore 

Starch 

(S-l,S-2) 

(B-G-1) 

(B-G-1) 

(RM-B28) 

(RM-jlllA) 

Core Foaming Agent 

PJ.B or .AM 

Lignin 

End Trim 

(B-G-1) 

(B-G-1) 

(B-G-1) 

Potassium Sulfate (B-G-1) 
(in solution) 

Asphalt-Wax Emulsion 
(gal/MFS) (RM-B2A) 

1625-1875 

0-12 

3.8-4.2 

9-12.5 

0-2.0 

5.5-6.5 

0-60 

6.5-7.5 

20-22 

Note: Rotate inventory of asphalt-wax emulsion. Do net use emulsion 
over 30 days old without pre-testing on the board line. 
Potassium Sulfate must be fed in a water solution form. 

PAPER LINERS:' 

Face Paper: Green Colored Manila 50-l/2" wide (RM-B-lA, B, C) 

Back Paper: Moisture Guard Gray Paper 4 7-1/ 4" wide (1~-B-l, A, B, C) 

OPERATING SPECIFICATIONS: (Refer to Product Bulletin B-G-2 for General 
Specifications) 

1. Slurry Slump, inches 4-12 - 7 
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. PRODUCT BULL~ 
. Gr1'Sll'.: PRODUC::'.S 

-, 
A nULLETJi·i·t·<O: B-~1 

GYPSE.: r:.'cLL.SOARTJ,., D, TE· 3'15 174 
5/8" (1WE X) I " . Y. : ' 

APPROVALS: 
MOIST\JnE GUARD I PAGE: 2 0" ) -----! 
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CANCELS: B-41 
ASTM C 630 _ i DATE: 7/1/70 

OPE:cA TE'G SPI''-'' T'T C.'cTI ONS .( Contir.ued) 

2. Slurry Sett.iT:_rr Ti_me, minutes, 

J. \'ict SlU!'ry \"'ci;;ht, lbs ./c/f/ 

4. \','et Cowpre2siye Strengt-h, psi. 

5 ~ l';oisture CcrJtent s.t Ta::e-Off' (p::'CJ<S typ.s !!letsr) 
percent 

( T?""""c- ~o n.,~_.:,. -.+ 
~--J .:. lJ ..... ~~,...,.~.;.., 

. S})ecificatim~s) 

Wet \':eight, lb.: ./'.'SF 

E-n;:p:-~·&-:.::.on loss, lts .;1-.:SF 

Thic}:ncss, Avc-::.."'ar;e: (ilJch) 

Flc:.;:t•_::_·.::-_l s~wTer.~:~ .... !i, :r:::.i:::Jifl(J,;[l 
Across Grain- lbs. 
P?.rallel 

Deflection at ~-rec}:, r:d.r.dr:;u;n 
Acro3s Grain - lr:~h 

Paralleol 

Punch Test, l"Jt:. 

'I\:ist· J\;st, r.:<..'.:·:ir;-:',.1::-J split 
Fac..;. - Ine1"-. 
E~lck - In::~1 

-·) 

---·--·-------·---- ~-----·-------------------""·----·--

2-4 

75-85 

235-400 

15-20 

( 

J525-J825 

1225-l :325 
2/,0J 

0.609 - 0.630 A'";':_ 
O.o ~e· 

io. OlGl frc:-r.: e_·~- ~. 

1[:() 

62 

0.2) 
0.'.5 
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PRODUCT BULLETI. 
GYPSW PRODUCTS 

GYPSUM WAi.LBOARD 
5/8" (TYPE X) 

..ULLETIN NO: B-41 
~liTE: 7/1/70 

++7:::=:-:-:-::-:-::------J MOISTURE GUARD 
PAGE: J of 3 

I I 

A.S.T.M. C-630 

Water Immersion Test, 2 Hours 
Weight Gain, percent, max. 

{Water Immersion test is made according to 
the procedure specified in A,S,TJd. 0473) 

Surface Water Absorptio~ Test, 

CANCELS: 
DATE: 

5.0 

Weight gain after 2 hours, percent, max, 1.0 
Cobb Test per A.S,T,M. C-630 

Face Printing shall read: 

B-41 
1/21/64 

5/8" Null-A-Fire Type X p.renl) e.mq.S}OY! 
Moisture Guard X ed.&.L 9.I1.!J:-1f-nnN u8/~ 

Note: Do not use U.L. Bundling Tape on 
5/8" Type X Moisture Guard 
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